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ABSTRACT

Wavelength independent Raman (sRs) and Brillouin (sBs) scattering processes in
singlemode fibers have been exhaustively investigated for optical amplification - key to
channel selection and switching in optical communication. The low gain and high pump
threshold of sRs and the high gain, low pump threshold, but extremely narrowband sBs
prevented further consideration of these processes for possible optical device fabrication
for communication. Fiber rings have been employed to attempt to further lower the sBs
threshold for optical switching with some success. However, such a device suffers from
excessively long switching time of over 52 ns. Much work remains to improve the
performance of fiber ring devices.

Dependence of sBs gain and shift on the elastic properties of the fiber material and
geometry, and its close correlation with the forward spontaneous but resonant Brillouin
scattering, coined GAWBS, via numerous models and experimental verification, point to
the possibility of employing both processes for sensing fiber and ambient parameters, such
as fiber chemical composition, fiber core and diameter variations, fiber strain, fiber and
ambient temperature, etc. The forward and backward sensing capability may render such
a sensor fault tolerant. The noise level sensing of GAWBS using electronic heterodyne
technique imparts robustness to such a device. Work is ongoing in the practical
implementation of the device for structural health monitoring via bonding and embedding.
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INTRODUCTION

ARO Grant DAAL03-91-G-0488 has received multi-year funding since 1991. with
the initial objective of developing fiber based Raman and Brillouin active devices for
optical amplification, channel selection and switching. The wavelength independent
techniques of stimulated Raman and Brillouin scattering were investigated initially for
feasibility of broadband Raman amplification, possibly enhanced by the stimulated
Brillouin process to achieve high gain and low noise, while the high gain, low noise
Brillouin fiber amplifier would be broadbanded using cascaded low-threshold fiber rings.
These techniques have been studied at 10.6pm, and 1310nm wavelengths, with little
success at the former due to lack of low-loss fibers and rather promising results at the
latter wavelength with extremely low-loss singlemode fibers.

Most of the work has been focused on Brillouin active fiber based devices, since
Raman fiber amplifier was long regarded as a poor substitute for the widely adopted
erbium doped and praseodymium doped fiber amplifiers. We have made substantial
progress in Brillouin active backward scattered 11 GHz Stokes line and the forward
scattered Guided Acoustic Wave Brillouin Scattering (GAWBS) MHz spectrum,
observed only in the confined geometry of a singlemode fiber. These phenomena are
currently under intense study for possible application as fiber sensors for structural
integrity. '

The hitherto neglected Raman fiber amplifier will be re-examined since erbium
doped and praseodymium doped fiber amplifiers perform lumped amplification, which
lowers system reliability, and is further degraded by reliance on diode laser pumps and
fragility and brittleness of fluoride based fibers. The Raman fiber amplifier, on the other
hand, relies on the intrinsic amplification of the silica fiber with distributed gain
increasing with effective fiber length. Its robustness is also derived from the use of
multiple redundant laser diodes as driver. Further study is necessary on its amplification
process, gain, linearity, distortion, cross talk and noise properties, and relationship to the
Brillouin process.

The concept of stimulated Brillouin scattering (sBs) based optical switching using
fiber rings has been explored theoretically and experimentally by us . So far, the questions have
been switching speed as function of phonon lifetime, steady state gain and fiber ring
buildup. The dependence of sBs on density fluctuations in low gain media places
limitations on several switching factors such as pulse width, pulse repetition rate and
threshold levels for logic “1” and “0”. The pulsewidth to pulse period ratio also
determines the maximum intensity required. The sBs logic gate has been shown to
function as a true Fradkin gate, except for reversibility. Thus, higher order functions
typical of most computers, such as the adder circuit, can be built using the sBs gate. The
feasibility of using multiple fiber rings must also be investigated.
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CH | RAMAN AND BRILLOUIN FIBER AMPLIFIER STUDIES

Table 1  Survey of Optical Fiber Amplifiers :
Property Praseodymium | Brillouin Fiber Raman Fiber Erbium Fiber
Fiber
Unsaturated >30dB 20dB 5-10dB >20dB
device gain
Optical pump <10 mW 100 - 200 mW 20- 50 mW
power
Optical pump 1047 nm Stokes shift below signal A 807 nm, 980 nm,
wavelength 1460 - 1500 nm
Electrical bias N/A <50 mA > 500 mA > 100 mA
current
Wavelength of 1300 nm Any, but subject to pump A 1530 - 1560 nm
operation
Stokes shift 0.1 nm 100 nm N/A
Bandwidth 30 nm 0.001 nm 20-40 nm 10 - 40 nm
Coupling loss <1dB <1dB <1dB
Polarization 0dB 0dB 0dB
sensitivity
Saturated output | 0.18 dBm or 65 Limited only by pump power few mW
(-3dB) mW
Direction Unidirectional Bi-directional Bi-directional
Noise 8dB Very low Very low Low
Cross-talk N/A Low Only below 100
kHz,
Intermodulation N/A Low Only below 100
distortion kHz
Commercial Yes N/A No Yes
Availability
Price $35,000 N/A Few SK $50,000
Reliability Poor N/A Potentially Moderate
(Britle Fluoride High
Fiber)
Concurrent 1310, No N/A Yes No
1550 nm
Operation
Switching ~ Poor Yes (Good) No Poor
Gair/Bandwidth Comparisen for Fiber Amplifiers
9 T
-8T
7 |
= 6 1
N
% 4
%3+
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7
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THE RAMAN FIBER AMPLIFIER FOR OPTICAL COMMUNICATION

The polarization-independent gain with minimum number of interfaces, large
saturation output power, high speed response and broad bandwidth are attractive
properties of the fiber Raman amplifier for WDM amplification. The Raman technology
is superior to doped technologies -- erbium and praseodymium, since distributed
amplification has advantages over lumped amplification. The use of several generations
of Raman Stokes and anti-Stokes lines to achieve operation at both 1310 and 1550 nm
wavelength is highly attractive. Such amplifiers can potentially reduce cost to 1/10 of that
of a repeater, raise the signal-to-noise ratio and handle higher transmission speeds.

At present, both erbium and praseodymium doped fiber amplifier have system
reliability problems, i.e., when they malfunction, the entire system is affected. Single or
two-laser pump sources also render the system less robust. Praseodymium fiber amplifier
also uses brittle and fragile fluoride-based fibers. Neodymium doped fiber is proposed as
the pump source in the Raman fiber amplifier, but not the amplification medium, which is
rugged silica fiber. Such an amplifier can be driven by multiple low cost laser diodes,
with built-in heavy redundancy.

RESEARCH WORK ON FIBER RAMAN AMPLIFIER

As is evident from the Table, the fiber Raman amplifier has a very broad ~ ~
bandwidth, but required substantial pump power. Furthermore, when using Raman
amplifier in long-haul coherent systems, various schemes for the suppression of sBs,
which causes pump depletion, have to be used. However, it has been found that the sBs
threshold decreases dramatically in the presence of linear gain, generated by the Raman
process. The presence of sBs also increases noise in the system significantly. It is thus
fundamental that the sBs process be explored for the possibility of its elimination together
with noise or its utilization in the enhancement of the Raman amplification process.

THE BRILLOUIN FIBER AMPLIFIER FOR OPTICAL NOISE SENSING AND
SWITCHING '

Brillouin fiber amplifiers can provide gains using modest pump powers. However,
the gain bandwidth product is inherently small (17 MHz at 1.5 pm) and the spontaneous
noise is substantially higher than that observed with other optical amplifiers, leading to a
20 dB noise figure for a typical preamplifier application. Although the gain bandwidth
may be increased to accommodate data rates up to a few Gbit/s, the spontaneous emission
noise will inevitably degrade the system performance. The large noise figure and narrow
bandwidth of the fiber Brillouin amplifier render it quite noncompetitive. However. its
high gain for backward wave scattering and high noise content .renders the process

highly suitable for ambient sensing.




CH2.

SBS PHOTONIC SWITCHING

The characteristics of sBs that are important in optical switching and hence:optical
computing are: phonon lifetime, steady state gain, sBs threshold, and fiber ring buildup
time.

The threshold power for sBs in a fiber

P th = 21 4

g B Le
where gp = gain coefficient, I = intensity of the incident beam, L, = effective length of
fiber given by L, = 1/a[1 - ¢**], and L = length of fiber.

The threshold power for sBs in a fiber is
24 =*
gL F’

Pt.h=

where A is the cross sectional area of the core and F is the finesse of the ring resonator
given as a function of the coupling constant, K,, of the ring: F = (TCK,I/Z )Y(1-K)
Brillouin gain coefficient,

2nn’ Pé
A pv Ty s
where n is the index of refraction, Py, is the elastooptic coefficient of the material, ¢ is the
speed of light, A is the wavelength of the laser, p is the density of the material, and ' is
the Brillouin linewidth.

Standard values for fused silica are follows: p = 2.21x10;4 kgm'3, n=145,
P,, = 0.286, v, = 5.97x10° m/s, I’y = 23 MHz

g8

The photon linewidth is much narrower than the phonon linewidth so that the
lifetime of the sBs process is determined by the latter.
The linewidth is a transition per unit time and is given by
_ Nk
Po
where 1, = viscosity, p, = density, and kg = wave vector of the scattered wave. The
switching time for stimulated Brillouin scattering is therefore the inverse of the linewidth

which is the phonon lifetime. The phonon lifetime is given by
19 : N 1T B -

[g

When dealing with pulses as in optical switching and computing, stimulated
Brillouin scattering’s dependence on density fluctuations in small gain media places
limitations on several switching factors including: pulse width, period of pulses, and
threshold levels for logic “1” and logic “0”.




The intensity of the Stokes pulse is determined to be

I | .
t =1 +glgz(l-e
1.(0) gloz( )

5

where the higher order terms have been ignored.

The Stokes intensity at the end of the Nth pulse is given by

I T
f=1+gl —-") 1-¢™
1.(0) goZ(A( e )

where the pulse width and the period were taken to be very small.

Both the intensity of a single pulse and the intensity at the end of the Nth pulse
were computer simulated. The pulse width was altered in order to determine the pulse
width to period ratio suitable for proper switching by defining the intensity function, V,

such that V =1 - ¢ for the continuous wave, and V =1, /A(1 - ¢ 'NA) for the pulses.

0.9
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0.6
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The time was normmalized to twice the phonon lifetime so that normalized time constant is
given by T = t/21y. It was observed that the intensity of the Stokes wave approximated the
input laser intensity after 4 time constants.




The induced Stokes wave is the product of two incident laser beams. Therefore; a logic
“1” will be detected when the normalized intensity becomes at least 0.5. Any normalized
intensity that is lower than 0.5 was determined to be logic “0”. The pulse width of 66 ns
was extrapolated to be 75% of the time constant.

Investigation of the pulse widths and periods leads to conclusions for determining the
minimum allowable pulsé width and period ratio for this type of switching mechanism.
The pulse width to period ratio also plays an important role in determining the maximum
intensity of the system. Even though the intensity of the driving pulses are high, the
resultant switched intensity will only approach the pulse width to period ratio as a steady
state value. In fact, if the pulse width to period ratio is too small, a logic “1” may never be
attained. The pulse width was altered to determine steady state ratio of the system when pulses are
used. When the pulse width accounts for 50% or more of the period, then a logic “1”
could be produced.

As the pulse width to period ratio increased, the steady state gain of the
continuous wave was approximated. When the continuous wave normalized intensity
approaches unity, the output Stokes wave intensity approximates the input laser intensity.
The stokes wave will have enough intensity to stimulate another scattering process if
other switches are cascaded, the pulse width and period ratio must be adjusted so that the
intensity ratio must between 50% - 75%. If an average value (62.5%) is assumed for the
pulse width to period ratio, then the delay time between pulses is determined to be g
approximately 39.6 ns. ..

Another static hazard is detected if one considers the fiber ring and the pulse
widths. The fiber ring loop must be long enough to hold a pulse to the following reasons.
Firstly, if the ring is too small, light from port #1 will destructively interfere with the light
from port #2 as it emerges to port #4; this in effect may destroy potential data. Secondly,
if the ring size is too large and more than one pulse traverses the ring, any pulse following
too closely to a pulse that is backscattered by sBs phenomenon may be erroneously
backscattered. The second condition places a limitation of the minimum delay of the
system; the delay is adjusted so that the density fluctuations in the medium do not scatter
a secondary pulse in error.

An optical module that uses the switching property of sBs in a fiber ring may be
created, but there are limitations accompanying the switching phenomenon and the ring.
Any system utilizing the switching property of pulsed sBs in a fiber ring is constrained.
Limitations were noted in the pulse width, where pulse widths could not be too small or
too large. It was noted that the pulse width had to account fir at least 50% of the period.
The delay times between pulses were also observed to be an appreciable factor.
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SBS BASED OPTICAL SWITCHING USING A FIBER RING

.

The pump power levels required for sBs generation is greatly reduced in high-finesse,
singlemode all fiber-ring resonators, with reported thresholds as low as 70 pw. Submilliwatt
Brillouin thresholds and linewidth narrowing have been demonstrated in an all-fiber resonator
using AlGaAs laser diodes as pump source. By pumping the ring laser below threshold, it can act
as an effective amplifier of signals at the Stokes frequency.

High gain is predicted for such an amplifier with resonator of short loop length, requiring
very low pump powers (<0.1 pw). Corresponding output SNR is very highg (>55 dB) even for
very small signals, and improves with increasing signal level and loop length.

For a ring of length 1m and finesse of 260, the number of rotations needed before the
threshold is reached may be extrapolated graphically. The number of rotations was determined
to be approximately 1 in order to reach the threshold power of 5 mw for 1.3 um wavelength;
assuming the total incident power into the ring was 5 mW.

The total switching time of the fiber ring is given by the following:

trom = TB+ tpower buildup + Lexit from ring
where toower puildsp = tIME O build up sBs threshold power; texit from ring is the time taken for the
Stokes wave to exit from the ring. If the speed of light in monomode fiber is approximately
2.3x10® m/s, then the total time is calculated from the velocity of the light in the fiber and
distance that the light travels. The phonon lifetime value was determined from parameters taken
from Cotter using a 1 m fiber.

; )|
=~ 4.35ns ! £xit from ring =1Im Xm

1
T 23x10% ¥

Therefore, the total amount of time to switch light using sBs in a fiber ring is 52.18 ns. The
phonon lifetime accounts for slightly more than 80% of the total switching time. It is also noted
that phonon lifetime is dependent on the media, different ring size and threshold power; however,
the buildup time and exit time are not major parameters affecting switching time.

When the conz\/ uous wave normalized intensity approaches unity, the output Stokes
wave intensity approximates the input laser intensity. The Stokes wave will have enough
intensity to sttimulate another scattering process if other switches are causing logic hazard.
Another static hazard is detected if one considers the fiber ring and the pulse widths. The fiber
ring loop must be long enough to hold a pulse.

s = - _DE—__EE_
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EXPERIMENTAL RESULTS ON SBS SWITCHING
The photodetector output was also taken at varied input intensities and is shown in Fig.

The ramp waveform represents piezo control signal sweep. The pulse train riding on the
ramp signal is interpreted to be the onset of sBs at each ring resonance. We held the
frequency at a constant value of 40 Hz, while observing changes in the number, and the
shape of the peaks by varying the input intensity.

Lowering the frequency of the ramp control signal while holding the power constant
caused instability in the output signals recorded by both detectors. When adjusted near
the highest piezo frequency, sBs signal also became unstable, indicating higher sBs
threshold. Adjusting the amplitude of the ramp signal driving the piezo, while holding the
frequency and power constant, caused instability, due possibly to insufficient sBs
evolution time.

The PZT driven fiber ring cannot perform as an effective optical switch because
the cyclic resonance of the device does not allow stable switching states. Once the sBs
phenomenon begins to evolve, it is interrupted when the ring goes off resonance. A
virtually static resonant fiber ring is essential for optical switching using sBs. Once sucha
ring is established, then the theoretically predicted switching performance can be tested
and implemented. Such a fiber ring switch can then be optimized as regards to fiber
length, fiber index of refraction, coupler efficiency, etc. It is also suggested that in future
experiments of this type, the fiber length be varied for possible lower sBs, as well as the
usage of different fiber types.
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CH

3 BRILLOUIN ACTIVE OPTICAL FIBER SENSING

A low loss silica fiber can readily exhibit Brillouin activity in both stimulated Brillouin
scattering (sBs) and near-resonant forward (and backward) guided acoustic wave Brillouin scattering
(GAWBS) with both polarized and depolarized components. The former is caused by longitudinal and
the latter by longitudinal and torsional-radial phonons of the fiber.

Recently, fiber based sBs active sensors for temperature and strain have been reported while
fiber based GAWBS active sensor has not been extensively studied. A status review on sBs sensors is
given in Table 2. Since sBs theory is well established, only experimental schemes and data are
highlighted in the table.

Table 2: Available SBS Experimental Data As Sensing Mechanism
Reference SBS Experimental Setup
Bao Purpose; For distributed temperature and e s
(1994) strain sensor based on Brillouin loss =
iar '“"—‘7" s
- / & E‘!
! 'l / I I
i |
B !
& e

Parameter:

- Laser: Both lasers were solid-state cw diode pumped
Nd:YAG ring lasers emitting close to 1319nm.

- Max. Power: =10mW

MR e aS s e - Fiber length: 22km

Bant Proqmancy (CUY

ramare (°C)

Tempes
¥ ¥ 3 %3 8 3 8

We have studied GAWBS extensively and have always observed the phenomenon at much lower
incident laser powers and shorter fiber lengths as compared to the observation of sBs. This immediately
connotes the potential superiority of the GAWBS sensor. To explore this fact in depth, the status of the
GAWBS theory is revisited with additional confirmation from various viewpoints. A number of concepts
are presented in Table 3.

This forward scattering mechanism has apparently been theorized and observed by a number of
researchers. Their apparent divergent views are actually consistent when assembled, compared and
properly interpreted. For instance, Stone attributed line broadening by Rayleigh-Brillouin scattering, to
diffraction by a finite aperture, which is the radius of the fiber. Based on fiber parameters and laser
wavelength, he arrived at a maximum broadening of 500 MHz. Jen analyzed this phenomenon as
acousto-optic interaction, arriving at the conclusion that only Roms Rams Loms L2ms TRoms respectively
radial (R), longitudinal (L) and torsional-radial acoustic modes are allowed. This is consistent with
Shelby’s and Marcuse’s findings. Marcuse predicted depolarization of incident laser light in the fiber due
to birefringence caused by periodic variations in the fiber diameter. Shelby derived formulas for the
experimentally observed fiber acoustic eigenmodes with specific mode frequencies, which have been
confirmed by Shiraki, us and others (see Table 4). The depolarizing TR, modes have been simulated
graphically, showing the greatest amount of depolarizing scattering when the center of the fiber core
becomes strongly elliptical (see below). Shelby also predicted extremely low TR mode scattering
efficiency, leading us to call such low level scattering “noise”. However, this readily observed “noise”
over the strongly coherent sBs frequency shift is aptly explained by Corvo, who carried out an extensive
spatial-temporal Fourier analysis of forward Brillouin scattering. He concluded theoretically that
GAWBS would dominate over sBs for long pulse or cw lasers, and also correctly predicted the frequency
shift increase with increasing diffraction angle, as observed by us. -

11
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Table 3 SBS AND GAWBS MODELING

12

Bragg Condition fy=(fa)s sh%-
References sBs (0=x150) GAWBS (6=0136)
Stone J. Fused quartz: (fp),=12.6GHz at A=1.3um,56= M/nna ~ 0.08
(1983)
T newidh. newidt:
1
s = T Ua)s 60)<<100MHz ¥y =qUp)y 0 = 500MHz
JenCK. MG e A, C' = bI(E B2, E, + Eqy A5 4y E, Irdrdé a2, = qPu(NS, + Pa(N)Se + P2(7)Sz]
(1989) :{ fod -bﬁ E:AC,E,!M Bty -dpu(')sn’hl(’)s“ +p12(’)sgl
- 'T:,(‘—) = -jC()4,() €™ = b E} 8e , E, ritrch :, : 2’;1;')5- + Pa(r)Sy + Pu(r)Szl
C = B E} Ae o E, rdrob w e
. . Bey =20PuSn
where 4; and 4, arc amplitudes of incident and | *: .l £; as, ,E,rdrdd s = 2apu
diffracted optical waves, respectively. where bmo,c, /4 e ‘: '
C=C +C +CT+C 4 C* e where g =-n'(r)
.t << C, ¢ C=5%C ¢ su S cosmh S 5 sinnb
C for Lo,=sBs dominates (Lo » O s O » Oz brrDe SN
or Lot (oa s L2a) for HE,: E,xcos ¢ Exsing , E,xcos é
. c=0, except for =0, 2 onM Row » = TR ue
Marcuse D. | Predicted depolarization of incident laser light in | r =g, +/fsin 2¢
(1991) the fiber by periodic variation in the fiber | &M' . e H[l_ 5 ] J3(Ka,) | (13,)' Jo(Ka,)
diameter causing birefringence in the fiber. o ama kB’ X' TiKa,) Ka,J1(Ka,)
fAlﬂ xV)
L =125
a7 2ke)'ea)'F
L, is the length required for the polarization to rotate by 90°
a=5um, A=0.00137, V=24
For £=0.05um (1% elliptically), L,=25m
Corvo A. Concluded theoretically that GAWBS would
(1988) dominate over sBs for long pulse or cw lasers,
and also correctly predicted the frequency shift
increase with increasing diffraction angle. :
i
s Te 'K
Sheiby R M. | First groupto predict GAWBS. TR. = Q)
(1985) Light propagating with linear polarization at $=45° encounter anisotropic
ations which cause unequal phase shifts for components projected on

the $=0° and $=90° axes. Polarization components are created along ¢=-45°
that are frequency up shifted and down shifted by the vibrational mode. The
fraction depolarized in this way by the index perturbations is

6 2 2 2 2
no k(4 e A4) Pula) 10" em” for TRy mode

Ny 22

64x ¢ pV‘ a B,

The frequency shift f, of the light wave scattered due t0 TR,, modes is
expressed as

VeVu
Ja= 23

sound velocity of the shear wave and d is the fiber
diameter. y, is the eigenvalue related to the frequency f. of the light
scattered by TR, mode and is obtained by solving the following equation,
which is determined by boundary conditions for TR, modes corresponding
10 zero traction on the fiber surface,

y2 3 “
- are) 6-—=— 20m)-370/3Un

2 “
130y ) =0V I3 @) { -fzi}lz(y.)oy.l,(y.)

where V, denotes the

=0




Table 4 Available GAWBS experimental data
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Reference

GAWBS

(1985)

(a)Shelby R M.

3 =23

355

- .-
LR

E

Bignat Pewer (reistive Lnie)
&

i

.H.llAl I

Experimental Setup

Petarteer

i

‘Sempio Mber
Lengih -t =

- Laser: 647nm Kr* Spectra-Physics laser
- Fiber Length: 1m singlemode fiber

- Core: 410.4um germania-doped silica

- Cladding: 125+3um pure synthetic silica
- Input power: 200mW

- Output power: 1-5mW

- Pump linewidth: few MHz

(b) Poustie
(1992)

Hnte Fower (48m)
-

3

24
|
al
|
3

E‘@ 'y

Parameters:
- Laser: 1321nm 50 mW CW multimode Nd:YLF laser
- Fiber length: 4000m standard telecommunication fiber

(¢) Perlmutter
(1990)

N Power (relative units)
» Da a
T e ——

1

Frequancy (MHz)

Parameters:

- Fiber length: 100 m

- Fiber type : Single-mode fused-silica optxcal fiber
- Fiber core: ~ 5 pm

- Fiber cladding: ~ 125 pm

@ Yu
(1994)

GAWBS spectrum for test fiber

n, n ™.
L

™~

Pramany B Gt

Parameters:

- Laser: 1319nm Nd:YAG ring laser

- Laser linewidth: < 10kHz

- Fiber type : “Z” fiber from LITESPEC Inc
- Fiber length: 1000 m.

(¢) Shiraki K.
(1992)

GAWBS spectrum

Signal Power (Relative Units)

£

TRiw

Frequency shift (MHz)

- Laser: 1550nm DFB laser

- Fiber length: 3000m

- Core: S5um pure silica >
- Cladding: 126+0.3pm ( F-doped silica)

- Input power: 2mW

- Pump linewidth: <200 kHz




Table 5. SBS and GAWBS Corrleation 14

Types of Stimulated Stimulated Forward | Spontaneous Spontaneous
scattering Backward Brillouin | Brillouin scattering | Forward Brillouin Backward Brillouin
scattering _ scattering scattering
2nV, . 6 1 TN
fo= £ sin—~ 8 == (f3).00 | & = —(f3),(86)
A ’ 2 2 4"
Define 6
N I 6=0"
Phonon Longitudinal Transverse Transverse
Involved _
qs#0,q,=0 — q=0,q.#0 q=0,q.#0
Physical k-diagram k-diagram
Mechanism Cannot Construct | k% -l Cannot Construct
=
T Sound wave
; k
-k diagram
Cannot Construct | q,=0 does not q,~0 does not exist
exist
Conclusion Possible Not Possible Possible Not Possible

Table 6. Diffraction Model Experimental Verification

Reference Pump Core 86=A/nna (fz)x Observed (8f3), Calculated Forward GAWBS
Wavelength radius and GHz MHz (8fg)= (f5)-x056/2 MHz
™) (a) n=1.46
Stone 1.3 um 3.5um 0.08 12.7 — . 508
Shelby 0.647 pm 2.0 pm 0.0686 26.5 800 - 910
Shiraki 1.55 pm 2.5um 0.135 - 113 — ’ 764
3.19um 0.0901 550 595
Yu 1.319 um 3.47um 0.0829 13.2 600 547
4.59um 0.0626 400 413
4.9 ym 0.0587 400 387
1.5 pm 0.155 1200 ' 1271
Poustie 1.064 pm ™~ 2.0 pm 0.116 16.4 850 952

3.0 pm 0.077 600 632
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SBS AND GAWBS GENERATED ACOUSTIC WAVES IN FIBER

It is well known that Brillouin gain and frequency shift are dependent on the elastic
properties of fiber materials, such as sound velocities, density, Young’s modulus, etc;.
Therefore, the stimulated Brillouin frequency changes with fiber material and dopant
concentration. The dopant dependence of sound velocity of longitudinal acoustic wave
has been observed in backward or stimulated Brillouin scattering. These longitudinal
sound waves in the fiber are also termed dilational waves, and they form a family of
waves distinct from radial, torsional and mixed radial/torsional waves.

Roz Ro2
Schematic particle displace-

ment patterns for the lowest order dilatational
modes of a circular rod at 8 = 0.

Too ‘ Tor Toa

Particle velocity distributions for the
three lowest order members of the torsional mode family

Toq-

The longitudinal or dilational modes possess particle velocity fields that have a radial
component, which does not vary azimuthally, so that the free boundary alternately dilates
and contracts. Thus, these modes can be subclassified according to their axial and radial
motions at p=0, and designated as Loq and Roq modes. In torsional modes, the particle
velocity is entirely azimuthal. It vanishes at r = 0 and alternates in sign with increasing r.
The designation To, . For this type of modes, each cross section of the rod (fiber) rotates

rigidly about the axis. Propagation is at the bulk shear velocity V; - (css/ ¢ )2

The L modes are responsible for backward stimulated Brillouin scattering and the
radial and torsional or mixed torsional/radial modes are responsible for forward Brillouin
scattering (Guided Acoustic Wave Brillouin scattering). The latter is further divided into
polarized and depolarized GAWBS modes due respectively to Rog and TRz, respectively.

16




MODE LINEWIDTHS AND SELECTIVE DAMPING

The intensities and linewidths of the depolarized GAWBS resonance’s peaks are
affected by fiber diameter variations, bulk attenuation of the acoustic wave in the silica
optical fiber, and damping on the fiber surface.

The variation in optical fiber diameter (both core and cladding) along its length causes
an increase in the mode linewidth. However, it is more significant that the application of
a coating on the bare fiber increases the linewidth significantly. This is the result of mode
selective attenuation of the guided acoustic waves. When the silica fiber is surrounded by
an isotropic material such as the polymer coating or jacket, the coupling of the acoustic
radiation from the silica into this medium essentially depends only on the radial
displacement U at the fiber surface. Acoustic modes with small U values on the surface
are
weakly coupled and thus produce GAWBS resonances with high Q. Hence, the lowest
frequency TRy, modes turn out to have the largest U values on the surface of the fiber.
The higher order modes, on the other hand, have a smaller, more uniform acoustic
coupling with the external medium. It is also observed that different mode orders have
selective interaction with the damping surrounding the fiber.

17
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